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Collecting information at the interface between living cells and artificial substrates is exceedingly

difficult. The extracellular matrix (ECM) mediates all cell–substrate interactions, and its ordered,

fibrillar constituents are organized with nanometer precision. The proceedings at this interface are

highly dynamic and delicate. In order to understand factors governing biocompatibility or its

counterpart antifouling, it is necessary to probe this interface without disrupting labels or fixation and

with sufficient temporal resolution. Here the authors combine nonlinear optical spectroscopy (sum-

frequency-generation) and microscopy (second-harmonic-generation), fluorescence microscopy, and

quartz crystal microgravimetry with dissipation monitoring in a strategy to elucidate molecular

ordering processes in the ECM of living cells. Artificially (fibronectin and collagen I) and naturally

ordered ECM fibrils (zebrafish, Danio rerio) were subjected to nonlinear optical analysis and were

found to be clearly distinguishable from the background signals of diffusive proteins in the ECM.

The initial steps of fibril deposition and ordering were observed in vitro as early as 1 h after cell

seeding. The ability to follow the first steps of cell–substrate interactions in spite of the low amount

of material present at this interface is expected to prove useful for the assessment of biomedical and

environmental interfaces. VC 2011 American Vacuum Society. [DOI: 10.1116/1.3651142]

I. INTRODUCTION

The biocompatibility of an artificial substrate with an ad-

herent cell type is determined by the interaction of the first

cellular layer attaching directly to the substrate and its

modifications.1–4 This interaction takes place in the bound-

ary region between cell and substrate in which the cell

deposits extracellular matrix (ECM).5–8 The composition of

this protein film is extremely particular to the cells deposit-

ing it. It mirrors not only the adhering cell’s type, differen-

tiation, cell cycle progression, and pathological processes

but also the affinity of the cells to the substrate on which the

adhesion takes place.9,10

The ECM consists of small, diffusive proteins and signal-

ing peptides, as well as comparably large fibrillar structures

formed by the cells in a dynamic process of deposition, cleav-

age, mechanical stress, and further deposition.11–13 These

fibrils are typically composed of fibronectin (FN), collagens,

fibrillin, laminin, and other substances. In the initial adhesion

process, threadlike structures start out with diameters of 5 to

10 nm, reflecting the diameter of individual FN dimers, as

shown by transmission electron microscopy.14,15 These struc-

tures are soluble in deoxycholate (DOC) and are usually

formed within 1 to 2 h after seeding if cell-cell contact is

made.14 With the aid of transmembrane receptors, the rear-

rangement of FN into the insoluble and stable fibrillar state

begins after 2 to 4 h and progresses through the next 30 h.16,17

The detection of FN fibrils using fluorescence microscopy ei-

ther takes several days, over which cells are allowed to grow

to confluency and the fibril deposition and maturation pro-

gresses enough to make them detectable,18–20 or can be

achieved after an hour if cells are seeded to confluency and

large amounts of prelabeled plasma FN are added.12,21

A general challenge encountered when using fluorescent

probes on interfacial ECM is the low amount of material,

which makes the discrimination between fibrils in the cell-

cell and cell-substrate interactions tedious. This is particu-

larly true in early stages of cell adhesion. However, the initial

cell-substrate interaction is crucial when evaluating new coat-

ings for biomedical devices or when aiming to prevent bio-

fouling. Especially in the first hours of cell-surface contact,

the bulk of these ordered structures are exceptionally difficulta)Electronic mail: patrick.koelsch@kit.edu

171 Biointerphases 6(4), December 2011 1934-8630/2011/6(4)/171/9/$30.00 VC 2011 American Vacuum Society 171



to detect or are below the resolution limit of conventional op-

tical microscopy.14 Labeling and/or fixating fibrils without

affecting the dynamics on the nanometer scale is currently

impossible. Another challenge is to assess the amount of

fibrillar (e.g., ordered) protein compared to the reservoir

of unordered building blocks. ECM proteins that are capable

of forming ordered structures are most effective in regulating

biological responses when in fibrillar form.22 In that state

they expose otherwise cryptic binding sites that orchestrate

ligand binding, further fibril formation, and thus the cellular

response to mechanical and chemical cues from the environ-

ment.23 Staining with antibodies is usually not specific to the

fibrillation status; that is, whether FN proteins are already

assembled into fibrils or merely on standby often remains

subjective.

In comparison, the label-free nonlinear optical imaging

technique of second-harmonic-generation (SHG) microscopy

is exclusively sensitive to ordered structures and has been

applied to tissue sections24–28 or reconstituted ECM matri-

ces.21,28 However, the SHG microscopy signal of a single

cellular layer is limited by the signal-to-noise ratio within an

imaging setup. In this study we used sum-frequency-genera-

tion (SFG) spectroscopy to detect the onset and development

of fibril formation in the ECM at the substrate–cell interface.

To the best of our knowledge, we were able to achieve this

label-free for the first time, through living cells and as early

as 1 h after cell seeding.

SFG spectroscopy has proven well suited for probing vari-

ous interfaces.29–40 In particular, this technique has been

applied to the in situ investigation of biomolecules, including

peptides,41–52 proteins,53–74 and DNA.75–79 Previous work

from our lab has demonstrated the ability of SFG spectros-

copy to detect substrate modifications through a layer of ad-

herent, fixed cells80 and through living, nonadherent cells.81

Figure 1 summarizes the experiments with nonadherent cells.

Figure 1(a) shows a layer of living erythrocytes (ECs). Figure

1(b) shows our measurement setup, which consisted of a re-

flective substrate, living cells in their media, and an

IR-transparent prism through which the pulsed lasers and the

SFG signal are directed.40 Figure 1(c) shows the normalized

SFG spectra using undeuterated and deuterated dodecanethiol

(DDT and dDDT, respectively) self-assembled monolayers

(SAMs) on Au-coated Si wafers. Although the ECs contain

the majority of ordered biological structures generally present

in cells, they contribute very little to the SFG spectra of alka-

nethiols.81 Similar results were reported by Bulard et al. using

bacteria.82 As adherent cells also do not modify SFG spec-

tra,80 it can be concluded that ordered intracellular structures

(including membranes) do not contribute significantly to SFG

signals in this measurement setup.

To approach the time-resolved SFG measurement of the

order phenomena in the ECM of adherent cells central to this

publication, we analyzed artificially formed FN fibrils on

dDDT SAMs. FN was chosen as prominent member of the

fibril forming group of ECM proteins and appears early upon

cellular adhesion. In addition, collagen structures in the fins

of zebrafish (Danio rerio) and electrospun fibers of collagen

I (Col I) were investigated using SHG microscopy; Col I

was also studied with SFG spectroscopy. In order to mimic

smaller, nonstructure forming proteins and their contribution

to the SFG signal in comparison to fibrillar structures, bovine

serum albumin (BSA) was studied. Finally, ordering phe-

nomena within the ECM were investigated within the first 6

h of adhesion of living fibroblasts to an artificial substrate.

II. MATERIALS AND METHODS

A. Artificial FN fibrils

Polydimethysiloxane (PDMS) pillar arrays, FN, and nano-

fibrils were prepared in accordance with previously published

methods.83 The micropillar geometry of the PDMS stamps

used here had a diameter of 10 lm, and the pillars where

spaced at 20 lm from pillar center to pillar center. The FN so-

lution concentration was 100 lg/ml in phosphate-buffered sa-

line (PBS), and the retraction speed of the PDMS stamp

against a drop of the protein solution was set to 50 mm/min.

Fibrils were then stamped on substrates of 100 nm thick Au

films on Si wafers with a 5 nm connective Ti layer.

B. Collagen fibers

1. Preparation of protein solution

A solution of Col I derived from calf skin (generously

donated by the Kensey Nash Corporation, USA) was prepared

by dissolving the proteins for 5 to 6 h in 1,1,1,3,3,3-hexa-

fluoro-2-propanol (Sigma & Aldrich, Steinheim, Germany) at

room temperature. The concentration of collagen in the solu-

tion was 4% w/v.

2. Electrospinning

A 2 ml syringe (Omnifix, B. Braun, Melsungen, Germany)

was filled with the collagen solution and connected to a

FIG. 1. (Color) (a) Micrograph of a freshly prepared layer of ECs. (b) Sche-

matic depiction of the SFG measurement setup used. (c) SFG signals in the

CH region measured through ECs for a dDDT SAM (squares) and a DDT

SAM (circles) on Au. Data were taken from Ref. 81 and normalized to the

nonresonant background contribution. Divergence from 1 (green line) reflects

resonant SFG signals.
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syringe pump (Harvard Apparatus, Holliston, MA, USA). The

solution was pushed into a capillary blunt steel needle (21

gauge, 0.7 mm i.d.� 50 mm length) at a constant speed

(between 5 and 10 ll/min). The steel needle was connected to

a high voltage source (Spellman High Voltage Electronics,

West Sussex, UK). The electric potential is needed to start the

spinning process and thus form a jet. The applied voltage was

20 kV. Three steel rings with the same charge were placed at

the same height and perpendicular to the needle tip in order to

stabilize the jet and direct it downward. Two grounded Cu

electrodes were placed 15 cm from the needle tip to collect

the fibers. The collector has a special design, described else-

where,84 to obtain nanofibers. The Cu electrodes were glued

on quartz glass and separated by a Teflon spacer. The fiber

length was determined by the spacing of the electrodes (1 to

1.5 cm). The fibers were collected on Au-coated Si wafers

with a dDDT SAM (CDN-Isotopes, Canada). The Si wafers

were sputtercoated with 30 nm of Cr followed by 100 nm of

Au. Coated wafers were cleaned by 2 h of UV irradiation fol-

lowed by rinsing with pure ethanol. SAMs were made via

incubation in 2 mM alkanethiol-ethanol solution for at least

three days.

3. Naturally assembled collagen fibrils from Danio
rerio

Naturally formed collagen fibrils such as those found in the

bony rays of the fins of the zebrafish Danio rerio were used

for comparison. For SHG microscopy, a small part of the cau-

dal fin was cut off and stored in buffer immediately after

extraction. No fixation or other treatments were applied.

C. Cell culture, sample handling, and fluorescent
staining

Rat embryonic fibroblasts (52 wild type) (REF52wt) were

cultured at 37 �C in a 5% CO2 atmosphere in Dulbecco’s

modified Eagle’s medium (D-MEM) (Gibco BRL; catalogue

no. 10938-025) supplemented with 1% L-glutamine and 10%

fetal bovine serum (FBS). After reaching approximately 80%

confluency, the cells were rinsed three times with PBS and

then treated with a 2.5% trypsin-ethylenediamine tetra-acetic

acid solution for 10 min to ensure the degradation of most of

the ECM proteins attached to the cell membrane receptors.

Cells were then diluted in 7 ml of complete media and centri-

fuged for 5 min at 800 rpm at room temperature. The cell pel-

let was then resuspended in 2 ml of media and passaged 1:10

into culture flasks. Passage numbers never exceeded 15 in

order to avoid the differences in FN sequestration from the

media usually associated with increasing passage numbers.17

All steps were performed in a sterile hood using sterile techni-

ques and materials. Cells were seeded on hydrophilic gold

coated silica surfaces at a density of 1.5� 105 cells/cm2 and

under the conditions described above in D-MEM containing

1% L-glutamine and 1% FBS in order to minimize the pres-

ence of exogenous FN and other ECM constituents. During

the measurements, a CaF2 half-cylindrical prism was placed

on the cells and media as depicted in Fig. 1(b). Details on the

custom-built temperature-controlled (37 �C) thin-layer analysis

cell can be found elsewhere.40 Here we used a flattened, half-

cylindrical CaF2 prism designed to allow for simultaneous

SFG recording and microscopy surveillance of the measure-

ment spot. A microscopy setup was mounted above the sam-

ple area. The cells remained wet and were immediately

covered with prewarmed PBS or CO2-independent media

(Gibco BRL, catalogue no. 1805-054, supplemented with 1%

L-glutamine). Mouse embryonic fibroblasts (NIH/3t3) were

treated identically. Cell cycle synchronization was achieved

by 16 h of starvation prior to experimentation. The starvation

media contained no FBS or L-glutamine.

Fixation and fluorescent staining were carried out in 30

min intervals after cell seeding on translucent Au-coated glass

coverslips. The cells were rinsed with prewarmed PBS three

times, fixed in 3.7% paraformaldehyde for 30 min, rinsed

again three times in PBS, and blocked with BSA for 10 min,

after which the primary antibody against FN (MAB1926,

Millipore) was applied at a dilution of 1:50. The samples

were then incubated for 60 min, after which the cells were

rinsed three more times with PBS. Then the second antibody

(Alexa 647 conjugated goat anti-mouse; 1:100), together with

phalloidin–tetramethylrhodamine B isothiocyanate (1:250)

and 40,6-diamidino-2-phenylindole (DAPI) (1:1000), was

applied, and the samples were incubated for 45 min. After

being rinsed in PBS another three times, the cells were stored

in PBS and immediately subjected to fluorescence micros-

copy. The cells were visualized with the DeltaVision system

(Applied Precision Inc., Issaquah, WA, USA) on an Olympus

IX inverted microscope (Olympus, Hamburg, Germany). For

fixation, staining, and subsequent fluorescence microscopy,

Au-coated coverslips were glued underneath custom-made

Petri dishes that had a 1 cm hole in the bottom. For visualiza-

tion, a 50� oil immersion objective was used. The Au-coated

glass coverslips were made via vapor deposition using a 100-

E TePla (PVA TePla AG Plasma Systems, Germany). With 5

nm Ti and 10 nm Au layers, the coverslips remained translu-

cent for use on the inverted fluorescence microscope.

D. Quartz crystal microbalance measurements

A quartz crystal microbalance with dissipation monitoring

(QCM-D) (D300 BiolinScientific/Q-Sense AB, Västra Fröl-

unda, Sweden) was used to quantify the adsorption of albumin

on gold. The applied instrument uses the ac output of the

damped oscillation at 15, 25, and 35 MHz of an AT-cut quartz

crystal with gold electrodes to extract the resonance frequen-

cies and dissipation values.85 Measurements were performed

with an “axial flow chamber” having a 0.05 ml exchange vol-

ume, a central inflow toward the crystal surface, and an inter-

nal temperature controlled loop of approximately 0.5 ml in

volume. The presented data were measured in stopped flow

mode at (25 6 0.02) �C. After equilibrating the sample in PBS,

bovine serum albumin solutions (Albumin fraction V, Merck)

with albumin concentrations between 50 lg/ml and 4 mg/ml

in PBS were flushed into the measurement chamber. After the

signals had stabilized, the chamber was flushed again with the

173 Diesner et al.: In vitro observation of dynamic ordering processes in the extracellular matrix of living, adherent cells 173

Biointerphases, Vol. 6, No. 4, December 2011



buffer, and frequency and dissipation readings were taken. The

observed dissipation values due to the formed adsorbate were

generally below 2� 10�6, indicating only minute contribu-

tions of the viscoelastic effects of the protein layer. Therefore,

frequency changes were converted to adsorbate thicknesses

according to the model of Sauerbrey.86 The density of all albu-

min adsorbates was fixed at 1.15� 106 g/m3. Following QCM-

D experiments, the albumin-coated sensor crystals were dis-

mounted from the measurement chamber and stored under

PBS until the following SFG experiment.

E. Nonlinear optical detection

SFG spectra were recorded using a custom made broad-

band SFG spectrometer (described elsewhere).40 In the

applied measurement mode, the setup utilizes 100 femtosec-

ond (fs) IR pulses with a repetition rate of 1 kHz. These are

overlapped with an etalon-shaped narrow band visible pulse

at 800 nm at the sample surface. The resulting SFG signal is

dispersed on a grating within a spectrometer and subse-

quently imaged by a backlight-illuminated CCD camera. All

spectra reported here were collected in ppp polarization in

order of increasing wavelength (SFG, visible, and IR). The 1

kHz repetition rate of the laser system allowed for the re-

cording of SFG spectra with a reasonable signal to noise ra-

tio within less than 10 s for samples without cells. The SFG

spectra of films on gold substrates show an intense nonreso-

nant (NR) SFG signal, originating from the electronic inter-

band transitions within the metal, together with a resonant

(R) signal emanating from the film of interest. The intensity

of the generated SFG signal ISFG is related to the infrared

(IIR) and visible (IVIS) intensities by the relation

ISF / vð2Þ
�� ��2 IIRIVIS; (1)

where

vð2Þ ¼ vð2ÞNR þ vð2ÞR ¼ jv
ð2Þ
NRjei/NR

þ
X

k

Ak

ðxIR � xkÞ þ iCk

����

����e
i/R;k : (2)

vNR
2, vR

2, /NR, /R,k, Ak, and Ck are the nonresonant and res-

onant contributions to and phases in the second-order surface

nonlinear susceptibility and the amplitude and linewidth of

the kth surface vibrational mode with frequency xk, respec-

tively. All SFG spectra were fitted using Eq. (2) and normal-

ized to the intensity profile of a 100 fs IR pulse by assuming

a Gaussian function for the IR intensity with a typical width

of around 200 cm�1.

Living cells were measured using SFG spectroscopy at an

energy of 3 lJ per pulse for both the IR and the visible

beams. These settings ensured the most stable measurement

conditions, as the appearance of bubbles at the irradiation

site occurred more frequently at higher intensities. Tests for

laser-induced damage indicated no significant detrimental

effects in living rat embryonic fibroblasts after 30 min under

simultaneous irradiation with 20 lJ femtosecond IR pulses

(3.3 lm) and 7 lJ picosecond visible pulses (0.8 lm), both

with a repetition rate of 1 kHz.80 Observations of the irradi-

ated samples after 16 h of incubation under standard cell cul-

ture conditions indicated cell adhesion and proliferation

attributable to a healthy population. The SFG signal was

optimized in a cell-free area of the sample, after which the

sample stage was adjusted so that the input laser beams

would hit a confluent cell layer. The accumulation time

under these conditions was 40 s.

The fact that all measurements could be normalized to the

nonresonant background of Au made comparisons between

different spectra over time possible. The square of the sum of

the amplitudes Ak in a given spectral region was used to deter-

mine the integrated resonant SFG intensity, and this quantity

was used to estimate the amount of ordered structures under-

neath the cells. The linewidth Ck was limited to around

8 cm�1 for all fits. In the case of DDT SAMs, the initial peak

positions were taken from earlier studies and kept fixed in Eq.

(2) to obtain the best fit with the phase /R,k as a parameter.

For BSA, the initial peak positions were taken from the litera-

ture and adjusted during the fitting procedure. This was not

possible for FN and cellular studies, in which /R,k and xk are

not known a priori. Therefore, we used them as free parame-

ters within the fitting routine, allowing up to ten different xk

values in order to optimize the fit. This introduces some ambi-

guity regarding exact numbers; therefore, we focus here only

on the sum of the resonant signals. Although we make use of

the ability to get vibrational information, similar results may

be obtained using SHG spectroscopy.

Samples for SHG imaging were not treated any further.

The fragment of Danio rerio fin was imaged under a cover-

slip in PBS with a 40�water immersion objective (HCX

APO L U-V-I 40.0� 0.80 WATER). The microscope for the

SHG setup was a Leica TCS SP5 MP CFS with a 430/20 fil-

ter for detection.

III. RESULTS

A. Nonlinear susceptibility of artificial FN fibrils

FN appears early in cell adhesion processes and is crucial

for further ECM development and the assembly of other

fibrillar ECM constituents.19 Early fibronectin fibrils display

amyloid structures, implying an ordered conformation de-

tectable with SFG spectroscopy. The manner of fibril pro-

duction used here employs forces applied to the globular FN

molecule that partially unfold the dimer and open up the pos-

sibility for the transmolecular interaction essential for the

fibril formation process.83,87,88 This application of mechani-

cal stress is similar to fibrillogenesis in vivo. Figure 2(a)

shows a microscopy picture of fluorescently labeled artificial

FN fibrils on a Au-coated Si wafer displaying the typical

geometric pattern of the stamping technique employed.

The SFG spectrum in the CH-stretching region between

2800 and 3000 cm�1 of a similarly prepared sample, but

without labeling of FN, is shown is Fig. 2(b). The spectrum

was normalized to the nonresonant background of the gold

substrate, and divergence from 1 (green line) represents the
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resonant contributions of the FN fibrils. The strong resonant

contributions, comparable to highly ordered SAMs (Fig. 1),

indicate a well-ordered conformation of the FN fibrils. Rotat-

ing the same sample and measuring at different positions

had little effect on the SFG signal, indicating no preferential

horizontal orientation of the probed CH-groups. A spectral

comparison between fluorescently labeled (not shown) and

unlabeled FN gave similar results, indicating that the pres-

ence of labels had little to no effect on SFG signals. A slight

contribution of siloxane oligomers was detected in the SFG

spectra of control samples without FN fibrils. This signal

was used as a background for the calculation of the signal in-

tensity detected from FN fibrils.

The observation of a strong SFG signal for the fibrils stud-

ied here holds great promise for the detection of naturally

assembled fibrils from living cells. Unfortunately there is no

way of obtaining structurally unmodified FN fibrils from natu-

ral sources. Usually FN fibrils are closely interlinked with

other ECM constituents and cannot be readily isolated without

changing their secondary structure significantly. This is, how-

ever, possible for other fibrillar ECM constituents such as col-

lagen, e.g., from ligaments or cartilage.

B. Fibrillar appearance does not necessarily come
with molecular order

Col I is another abundant fibril-forming ECM protein. The

timepoint of fibril appearance and the fibrils’ composition is

cell type dependant and closely linked to the pre-existence of

FN fibrils. SHG and SFG signals from natural Col I fibrils

have been extensively discussed in the literature.24–28,68 Natu-

rally formed Col I fibrils display a high degree of second order

nonlinear susceptibility, as can be seen in Fig. 3(a). The SHG

microscopy picture shown here is from an excision of the cau-

dal fin of a zebrafish (Danio rerio). The rays of the fin are

composed of highly aligned Col I fibrils that are partially min-

eralized with hydroxyapatite in amorphous and crystalline

form to form bony rays.89–91 As can be seen in the figure,

only the individual Col I fibrils are visible, indicating that the

centrosymmetric hexagonal crystal lattice of hydroxyapatite

yields no detectable SHG response.

Nonetheless, the macroscopic fibrillar appearance is not

in itself sufficient to lead to a conclusion of molecular order.

This is of particular importance when fabricating biointerfa-

ces industrially. Col I is often used for the purpose of making

artificial substrates. If the fibrils are fabricated in the labora-

tory rather than harvested from cell cultures, a frequently

employed method is electrospinning. It yields controllable

and reproducible fibrils, as can be seen in Figs. 3(b) and

3(c), which show a brightfield image of electrospun collagen

threads and a confocal image showing the characteristic

autofluorescence of collagen, respectively. Figures 3(d) and

3(e) show the SHG picture of the same fibrils and the

FIG. 2. (Color online) (a) Fibrillar FN on Au-coated substrate; scale

bar¼ 50 lm. (b) Resonant contributions to SFG spectra of fibrillar FN.

FIG. 3. (Color) (a) SHG picture of natural collagen fibrils found in zebrafish (Danio rerio) caudal fin rays (color coding reflects the depth of the z-stack). (b)

Brightfield image of electrospun collagen fibrils. (c) Col I autofluorescence of the same spot as in (b) with a slightly higher magnification. (d) SHG image of

the area shown in (b) and (c); normalized SFG spectrum of electrospun Col I fibrils.
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corresponding SFG spectrum, respectively. No signals can

be detected with either method, indicating the lack of order

in spite of the fibril-like appearance and higher amount of

fibrillar material as compared to the artificial FN fibrils. This

example demonstrates the usefulness of identifying order

when comparing natural and artificial structures.

C. Signal contributions from ordered protein
adsorbates on the cell culture substrate

The adhesion of cells on any man-made cell culture sub-

strate is preceded by a rapid and largely irreversible adsorp-

tion of proteins from serum containing cell culture media.

This leads to a layer that potentially interferes with the SFG

and SHG detection of ECM components. Here we investi-

gate SFG spectra obtained from adsorbed BSA in order to

quantify the magnitude of the signals from nonstructure

forming ECM constituents in comparison to ordered fibrillar

structures. BSA (Mw¼ 66.5 kDa) is the most abundant

plasma protein; its structure is stabilized by 17 disulfide

bonds, and it forms monolayers on substrates.92

Figure 4(a) shows the normalized SFG spectra in the CH

stretching region obtained from BSA adsorbates on gold from

BSA solutions in PBS from 50 lg/ml to 4 mg/ml. In order to

quantify the SFG signal intensities, the sum of the amplitudes

Ak obtained by fitting the spectra shown in Fig. 4(a) are plot-

ted as a function of the bulk concentration in Fig. 4(b). The

integrated intensity of adsorbed albumin levels off into a pla-

teau at 1 mg/ml, at which point the surface mass detected by

QCM-D remains constant at about 700 ng/cm2 [Fig. 4(c)].

This is most likely due to steric constraints that prohibit pro-

tein reorientation at the surface or partial denaturation as

observed by Kim and Somorjai.93 The SFG signal intensity

for the FN fibrils discussed in Fig. 2 is also shown here as a

dashed blue line for comparison.

As shown in Fig. 4(c), it was observed via QCM-D that the

reached BSA areal mass loads obtained for sufficiently long

adsorption times are concentration dependant. We attribute

this behavior to the adsorption, with a kinetic dependent on the

solution concentration of the protein coupled with surface

induced unfolding. The kinetic of protein denaturation is inde-

pendent of the solution concentration, similar to results

obtained from fibrinogen adsorption studies.94 The fast adsorp-

tion of intact proteins in the high concentration regime leads to

a fast occupation of many available surface sites by randomly

oriented molecules. In contrast, low protein concentrations in

the solution slow down the adsorption and thereby increase the

possibility of denaturation. Under these conditions, proteins

unfold to maximize protein–substrate interactions, leading to

increased contact areas and a reduced mass of the adsorbate.

In parallel, the directed interactions of the substrate with the

structures of the adsorbed proteins should result in increased

anisotropy of the film.67,93 Albumin should have a limited

number of molecular conformations in comparison to FN (440

kDa) when unfolding on a characteristic substrate. Thus, the

obtained SFG activity can be regarded as an upper limit for

small, non-structure-forming proteins in the ECM.

In conclusion, it has to be noted that SFG is sensitive

enough to discriminate between rather random and well-

ordered protein monolayers on a substrate. However, a well-

ordered monolayer of albumin does not generate SFG signals

as strong as those of FN fibrils, as they are important build-

ing blocks of the ECM produced by living cells upon adhe-

sion to a cell culture substrate, as shown in the following in
vitro SFG experiments.

D. ECM fibril formation over time

The high repetition rate of femtosecond laser systems ena-

bles spectral recording within seconds. This allows time-

resolved studies of dynamic processes such as the development

of ordered structures in the ECM of adherent cells. The applic-

ability of SFG in the detection of ECM fibril formation in a

fixed state has already been demonstrated.80 Here we focus on

the dynamic detection of this process over time and in vitro.

REF52wt cells were seeded on Au-coated Si wafers to near

confluency, covering 90% of the surface after adhesion and

spreading. The first sample was mounted after 70 min on the

SFG sample stage as described above. All time points men-

tioned are relative to the time of the cell seeding. A steady,

low SFG signal was detected from the onset of the measure-

ments (see Fig. 5). After 230 min, the signal intensity began

to increase, and it reached a maximum at 280 min. From that

point, the signal intensity decreased steadily and reached base-

line levels after 6 h. Longer experiments show a total loss of

the signal at about 7.5 h. Further measurements for up to 48 h

show no reappearance of resonant signals (data not shown).

NIH/3t3 cells yielded similar data (see Fig. 6). The onset

of resonant signal increase is at about 280 min, and the

FIG. 4. (Color) Study of BSA as a model protein for assessing the signal

intensities of nonordered small proteins at hydrophilic interfaces in compari-

son to those of unordered FN. (a) Resonant SFG contributions from surfaces

coated with BSA at different solution concentrations in the CH region. Color

coding for all plots refers to the concentration of BSA in the coating solu-

tion. (b) Integrated SFG signal intensity as a function of BSA solution con-

centration. The blue line depicts the integrated signal intensity of FN fibrils

from Fig. 2(b). Note the y-axis break between the BSA and FN signals. (c)

SFG signal intensity vs surface mass load of BSA as determined by QCM-D

experiments.
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signal continues to increase until about 380 min. After that

point the signal decreases to reach a plateau phase 70 min in

length. The resonant signal subsides and vanishes entirely at

about 10 h (data not shown). The presence of only a thin film

of liquid above the cells necessitates frequent sample

changes due to water evaporation of the media. The dotted

vertical lines in both graphs indicate sample changes. In

order to verify the plateau phase in Fig. 6, replicas were

made from 90 to 600 min and exclusively for the time frame

of its duration (green line; circles).

The data shown in Figs. 5 and 6 are the result of one ex-

perimental run. All experiments were reproduced several

times, with sample changes at different timepoints resulting

in a similar time-dependant development. It should be noted

that the observed results are not influenced by the sample

changes (green data points in Fig. 6).

Fluorescent microscopy done in parallel to the experiments

revealed trace amounts of FN (see Fig. 5). Col I and Col III

were not detectable (data not shown). The fluorescent pictures

show an increase in FN presence over time. The elongated

structures between adjacent cells at 340 min were frequently

visible and could indicate fibrillar FN or FN aggregation in

preparation for fibril formation. The cell-substrate ECM com-

partment yielded no FN signal at this stage.

The overall development of ordered structures underneath

the two cell types probed here indicates a lag-phase that is

dependant on the cell type and, thus, the adhesion and

spreading behavior next to protein expression patterns. As

both are fibroblast cell lines, they express ECM proteins

abundantly. From the onset of the measurements, a low reso-

nant signal is detectable, in accordance with data in the liter-

ature on the presence of 5 to 10 nm FN fibrils. A signal

increase for both cell types takes place between 4 and 6 h af-

ter seeding. Literature values place the onset of FN fibril

restructuring from DOC soluble to insoluble fibrils at

roughly 2 to 4 h. This coincides well with the data shown

here, considering that the cells were kept in media contain-

ing only 1% FBS, which amounts to ten times less nutrition

than commonly used for fibril formation experiments. Under

these conditions, cell attachment, spreading, and ECM depo-

sition are known to be delayed.

The decrease of the resonant signal after it has reached its

maximum value should not be identified as a loss of ordered

structure in the ECM. Taking into account biological data on

the constant increase of ECM fibrillar constituents for days

after cell adhesion, it is more likely that the ECM gradually

ceases to be an interfacial structure and becomes a bulk

media. The appearance of multiple fibrillar layers of differ-

ent orientations results in a overall more isotropic arrange-

ment, leading to a decreasing SFG signal with a total loss

after 7.5 and 10 h, respectively, for each cell type.

IV. CONCLUSION

The data presented here show the applicability of SFG

spectroscopy in the elucidation of dynamic biological proc-

esses in the ECM between living cells and artificial sub-

strates. For the first time it is possible to follow the onset of

fibrillar ordering, dynamically and label free, as early as 4 h

after cell seeding. Furthermore, BSA was used to determine

the amount of signal that can be expected from small, non-

structure-forming proteins alongside FN fibrils. The signal

intensity detected here was significantly lower than that

obtained from ordered structures of the ECM.

The SFG results of time-lapse experiments on living cells

show the presence of ordered structures at the cell–substrate

interface as soon as 1 h after cell seeding. After between 4

FIG. 5. (Color) Integrated SFG intensity in the CH region over time. Au-

coated Si wafers with a confluent layer of REF52wt cells adhering to them

were exchanged at the time points indicated by the vertical bars. The curved

lines are guides for the eye and do not represent a fit of the data shown. Flu-

orescent micrographs show REF52wt cells stained for DNA (DAPI, blue),

actin (phalloidin, green) and FN (MAB1926, red). The micrographs were

taken at the times indicated on the pictures as part of a 30 min time lapse

series.

FIG. 6. (Color) Integrated SFG intensity in the CH region over time. Au-

coated silicon wafers with a confluent layer of NIH/3t3 cells adhering to

them where exchanged as indicated by the vertical bars. An example of the

reproducible measurements of the plateau phase observed for this cell type

is shown in green. The curved lines are a guide for the eye and do not repre-

sent a fit of the data shown.
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and 6 h, a large increase in the resonant signal indicates the

onset of major ordering processes in the ECM. REF52wt
were quicker to adhere and spread on the Au substrate. In ac-

cordance with this effect, the increase in the SFG signal

appeared 50 min earlier after seeding than with NIH/3t3

cells. The timing of the signal increase in both cell types pre-

sumably coincides with the loss of solubility of the FN se-

questered by cells, as discussed by McKeown-Longo et al.16

and Mann et al.17 in the 20th century. It is speculated that

this loss of solubility has to do with the maturation of the FN

fibrils and their interaction with other ECM constituents.19

Said maturation of the fibrils leads to an initial increase in

the signal, as observed here. The retardation of the signal

appearance is more than likely a function of the 1% FBS cell

culture media, as opposed to the 10% FBS media used in the

experiments documented in literature. Concomitantly with

slower cell adhesion and spreading, the ECM deposition and

ordering are slower. The low amount of FBS in the media

minimized the presence of diffusive ECM constituents.

Therefore, most of the signal detected here and the timelines

recorded are exclusively dependant on the ECM material

produced and deposited by the cells in response to the sub-

strate they adhere to.

Parallel fluorescence microscopic observations were con-

ducted involving the fixing and staining of cells for FN, Col I,

and Col III. Faint traces of FN could be detected, and Col I

and Col III could not be detected, at these early timepoints.

FN appeared in dots and occasionally in elongated patches,

from which fibril formation could not be conclusively derived.

Considering that studies on ECM fibril formation are usually

conducted on confluent layers of cells that are generally at

least 1 day old and supplemented with large amounts of pre-

stained FN, the lack of a fibrillar appearance in the fluorescent

microscopic studies observed here is not surprising.

SFG spectroscopy is a promising technique for the analy-

sis of existing and upcoming biological substrates. Currently,

peptide fragments are commonly used to trigger biological

signaling via artificial substrates. The geometry and orienta-

tion of such ligands play an important role in the interaction

with the cells.95 To this end, more complex materials made

from artificially ordered ECM constituents are also

employed in an attempt to offer cell cultures biological

niches as close as possible to their natural environment. Arti-

ficial ordered structures made from appropriate biomolecules

can be achieved via a number of experimental procedures.

Cataloging nonlinear optical signals from ordered biological

structures might prove to be a straightforward way to com-

pare artificially generated constructs with their biological

counterparts. The results from electrospun Col I fibrils

reported here might serve as an example for this procedure.

Among the various ways of gaining fibril shaped Col I

aggregates, electrospinning is elegant but very dependant on

the solvent system employed (unpublished data). The fibrils

produced here are not ordered similarly to the ones encoun-

tered in the ECM of living cells; although the macroscopic

appearance is reminiscent of the archetype, the molecular

structure is very different.
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